Ash utilisation status

NAME OF THE INDUSTRY - : Indian Metals & Ferro Alloys Ltd
MONTH WISE STATUS OF UTILIZATION OF COAL ASH ( FLY ASH AND BOTTOM ASH)

. . . . Utilization in
SL Coal Power Quantity of | Quantity of Brick Supplied to other - )
NO Month-Year Consumption | Generation Fly ash Bottom ash él'or:alratshd Disposal | Manufacturing Brick / Block Mine ;ﬁlli(; Quarry Emt?sntmen Other pur MT Tﬁiﬁilzazh % of
onth-Yea (MT) (MW) Generated | Generated e(’a_?)e Method (MT) Manufgcturing (MT? Raigineg er purpose (MT) (MT? Utilization
(MT) (MT) (own) Industries (MT) (MT)
with | Without | Quamy nCA%ael Dyke Road Ceno | Small |, Cement
subsidy | subsidy Filling Void Raising Making | Sphere | land fill Tiles | Aggregates Making
Filling
1 | April 22017 | 91424.96 95407 36875 4092 40967 DaBmyper 653 9560 0 17948 0 0 12820 0 0 0 0 0 40981 100.03
2 | May-2017 80025 81015 33128 3693 36821 Daanyper 682 8620 0 7475 0 0 20020 0 0 0 0 0 36797 99.93
3 | June-2017 55396.78 53641 21700 3873 25573 DaE1yper 652 6040 0 4733 0 0 14120 0 0 0 0 0 25545 99.89
4 July-2017 85048.739 85359.2 34305 4284 38589 DaBmyper 917 9440 0 25478 0 0 2720 0 0 0 0 0 38555 99.91
5 Aug-2017 87279.599 91686 34429 3825 38254 Da?nyper 1075 8700 0 23459 0 0 5040 0 0 0 0 0 38274 100.05
6 | Sept-2017 75066.1 76019.5 30730 3510 34240 DaBmyper 1114 8260 0 16999 0 0 7270 0 0 0 611 10 34264 | 100.07
7 Oct-2017 68081.968 72658.4 26664 3150 29814 Daanyper 1133 9280 0 16115 0 0 3300 0 0 0 0 0 29828 100.05
8 | Nov-2017 53644.86 59714.7 20242 2953 23195 DaBmyper 1208 10060 0 2493 0 0 8440 0 0 0 984 0 23185 99.96
9 Dec-2017 72364.4 71505.7 28558 5112 33670 Daanyper 1291 15330 0 8199 0 0 8840 0 0 0 0 0 33660 99.97
10 | Jan-2018 93847 90873.6 35888 7649 43537 DaBmyper 1543 18130 0 21391 0 0 1920 0 0 0 377 200 43561 100.05
11 Feb-2018 74815 71958.1 28072 7029 35101 Daanyper 1463 17350 0 16078 0 0 0 0 0 0 0 200 35091 99.97
12 | Mar-2018
Total 836994.406 | 849838.2 | 330591 49170 379761 11731 120770 0 160368 0 0 84490 0 0 0 1972 410 379741 | 99.995

Note : MT = Metric ton

With reference to letter no. 1314/IND-IV-PCP-FARC-01 dt 20.01.2015 we are providing fly ash with subsidy for road making and subsidy to brick / block manufacturing unit.
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Name of the Power Utility :

Indian Metals & Ferro Alloys Ltd.

Indian Metals & Ferro Alloys Ltd.

Name of the Thermal Power Plant ( Capaci

in MW

108MW + 30 MW + 120 MW = Total 258 MW

Details of ash utilization during the Month o

f Febr

uary 2018

Sl. Name of Ash Disposal Area Ash Design Pond Ash | Ash Generated Ash Utilized in MT Pond Ash Availability
No. disposal | Life of | Availability |in MT during the| during February 2018 | in MT (upto
areain Ash in MT (up to | February 2018 01.03.2018)
Hectare | disposal [31.03.2017)
area
ESP Fly[Bottom |Dry ESP Fly Ash [Pond
Ash Ash and bottom ash  [Ash
() 2) 3) 4) (5) ® | @) (8) 9) (10)
1 IDCO land and Puspangi 49.83 20 yrs Nil 28072 7029 35091 Nil Nil
ASH UTILIZATION DETAILS
Sl. Area of Utilization For the Month (February 2018) Cummulative for Year (FY 17-18)
No. Ash utilized in MT Ash Utilized in MT
Dry ESP Fly Ash  [Bottom Ash Pond Ash Dry ESP Fly Ash and Pond Ash
bottom ash
1 |Bricks/Blocks/Tiles industies
1A |Dry ESP Fly Ash Issued to Bricks/Blocks/Tiles . .
industies (Outside) 17350 Nil Nil
1B |Pond Ash Issued to Bricks/Blocks/Tiles industries Nil Nil Nil
(Outside) ! ! !
1C |Fly Ash issued for Bricks/Blocks/Tiles in Own . .
Plant Nil Nil
a) Dry ESP Fly Ash issued 1463 Nil Nil
b) Pond ash issued Nil Nil Nil
Sub-Total 1463 Nil Nil
Total fly ash Issued to Bricks/Block/Tile Industries . . .
(1A+1B+1C) 18813 Nil Nil 132501 Nil
2 |Cement Industries
2A |Dry ESP Fly Ash Issued to Cement Industries
a) Cement 200
b) RMC
c) Asbestos
Sub-Total 200
2B |Pond Ash Issued to Cement Industries
Total Fly Ash Issued to Cement Industries (2A+2B) 200 410 Nil
3 |Roads, Fly over /Rail Embankment
3A |Dry ESP Fly Ash Issued for Road construction Nil
(Outside)
3B |Pond Ash Issued for Road construction (Outside) Nil
Total Fly Ash I d for Road C tructi
(30A3-3B)y ssued for Road Construction Nil 84490 Nil
Total Fly Ash issued for Part replacement of . . .
4 cement in concrete Nil Nil Nil
5 |[Total Fly ash supplied to Hydro power sector Nil Nil Nil
6 [Total Fly ash used for Ash Dyke raising Nil Nil Nil
7 |Landfill/Reclaimation of low lying area
a) Power Utility Own Land Nil Nil Nil
b)Outside Land 16078 160368 Nil
Total Fly Ash used for Landfill/Reclaimation of low .
i s 16078 160368 Nil
8 [Mine filling
a) Open cast mine
b) U.G.Mine
Total Fly Ash used for Mine filling Nil Nil Nil
9 |Agriculture / waste land development
9A |Dry ESP Fly Ash Issued for Agriculture / waste
land development
9B |Pond Ash Issued forAgriculture / waste land
development
Total Fly Ash Issued to Agriculture/ waste land Nil Nil Nil
development (9A+9B)
10 |Others
a) CLSM
b) Cenospheres
c) Bottom ash cover
d) Any other (Low Density Aggregates) own Nil 1972
Total Fly Ash Issued for other purpose Nil 1972 Nil
Grand Total 35091 379741 Nil

Bottom ash -collected from the bottom of furnace

Dry ESP Fly Ash - Colected from ESP and stored in Silo

Pond Ash - Fly ash and bottom ashStored in Pond
CLSM - Controlled Low strength Material

MT = Metric ton
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