Name of the Power Utility :

Indian Metals & Ferro Alloys Ltd.

Indian Metals & Ferro Alloys Ltd.

Name of the Thermal Power Plant ( Capaci

in MW

108MW + 30 MW + 120 MW = Total 258 MW

Details of ash utilization during the Month of September 2018

Sl. Name of Ash Disposal Area Ash Design Pond Ash | Ash Generated Ash Utilized in MT | Pond Ash Availability
No. disposal | Life of | Availability |in MT during the|during September 2018 | in MT (upto
area in Ash in MT (up to |September 2018 01.10.2018)
Hectare | disposal [31.03.2018)
area
ESP Fly[Bottom |Dry ESP Fly Ash |Pond
Ash Ash and bottom ash  |Ash
(1) 2) (3) (5) (6) (7) (8) 9) (10)
1 IDCO land and Puspangi 49.83 20 yrs Nil 33168 3689 36871 Nil Nil
ASH UTILIZATION DETAILS
SI. Area of Utilization For the Month (September 2018) Cummulative for Year (FY 18-19)
No. h utilized in MT Ash Utilized in MT
Dry ESP Fly Ash  [Bottom Ash Pond Ash Dry ESP Fly Ash and Pond Ash
bottom ash
1 |Bricks/Blocks/Tiles industies
1A |Dry ESP Fly Ash Issued to Bricks/Blocks/Tiles . .
industies (Outside) 22540 Nil Nil
1B |Pond Ash Issued to Bricks/Blocks/Tiles industries Nil Nil Nil
(Outside) ! ! !
1C |Fly Ash issued for Bricks/Blocks/Tiles in Own . .
Pl Nil Nil
ant
a) Dry ESP Fly Ash issued 1559 Nil Nil
b) Pond ash issued Nil Nil Nil
Sub-Total 1559 Nil Nil
Total fly ash Issued to Bricks/Block/Tile Industries . . .
(1A+1B+1C) 24099 Nil Nil 132440 Nil
2 |Cement Industries
2A |Dry ESP Fly Ash Issued to Cement Industries
a) Cement 3860
b) RMC
c) Asbestos
Sub-Total 3860
2B |Pond Ash Issued to Cement Industries
Total Fly Ash Issued to Cement Industries (2A+2B) 3860 17810 Nil
3 |Roads, Fly over /Rail Embankment
3A |Dry ESP Fly Ash Issued for Road construction 1310
(Outside)
3B |Pond Ash Issued for Road construction (Outside) Nil
Total Fly Ash Issued for Road Construction .
(3A+3B) 1310 5050 Nil
Total Fly Ash issued for Part replacement of . : .
4 cement in concrete Nl Nil Nil
5 [Total Fly ash supplied to Hydro power sector Nil Nil Nil
6 [Total Fly ash used for Ash Dyke raising Nil Nil Nil
7 |Landfill/Reclaimation of low lying area
a) Power Utility Own Land Nil Nil Nil
b)Outside Land 7602 54566 Nil
Total Fly Ash used for Landfill/Reclaimation of low .
lying area 7602 54566 Nil
8 [Mine filling
a) Open cast mine
b) U.G.Mine
Total Fly Ash used for Mine filling Nil Nil Nil
9 |Agriculture / waste land development
9A |Dry ESP Fly Ash Issued for Agriculture / waste
land development
9B [Pond Ash Issued forAgriculture / waste land
development
Total Fly Ash Issued to Agriculture/ waste land Nil Nil Nil
development (9A+9B)
10 |Others
a) CLSM
b) Cenospheres
c) Bottom ash cover
d) Any other (Low Density Aggregates) own Nil 1804
Total Fly Ash Issued for other purpose Nil 1804 Nil
Grand Total 36871 211670 Nil

Bottom ash -collected from the bottom of furnace

Dry ESP Fly Ash - Colected from ESP and stored in Silo

Pond Ash - Fly ash and bottom ashStored in Pond
CLSM - Controlled Low strength Material

MT = Metric ton




Ash utilisation status

NAME OF THE INDUSTRY - : Indian Metals & Ferro Alloys Ltd
MONTH WISE STATUS OF UTILIZATION OF COAL ASH ( FLY ASH AND BOTTOM ASH)

. . . . Utilization in
SL Coal Power Quantity of | Quantity of Brick Supplied to other - .
NO Consumption | Generation Fly ash Bottom ash Total ash Disposal | Manufacturing Brick / Block Mine Vpl.d Quarry | Embankmen
Month-Year (MT) (MW) Generated | Generated Ge?ar_?ted Method (MT) Manufacturing F(',I\l/'#g gl:)iyil;e Other purpose (MT)
(MT) (MT) ) (own) Industries (MT) ) (aMsT)g Totalash | o ¢
U(t,'\','lzT‘“id Utilization
with | Without | Quamy nCA%ael Dyke Road Ceno | Small |, Cement
subsidy | subsidy Filling Void Raising Making | Sphere | land fill Tiles | Aggregates Making
Filling
1 | April -2018 81401 79516.2 34181 3801 37982 DuBmyper 1622 22400 0 12006 0 0 1450 0 0 0 0 480 37958 99.94
2 May-2018 70267 66868 30172 3582 33754 Duanyper 1540 23420 0 8124 0 0 370 0 0 0 0 310 33764 100.02
3 | June-2018 74980.8 72237 32193 3608 35801 Du?nyper 1549 20290 0 9038 0 0 250 0 0 0 1804 2860 35791 99.97
4 July-2018 75209 74281 31589 3513 35102 DuBmyper 1687 17020 0 9669 0 0 220 0 0 0 0 6520 35116 100.03
5 Aug-2018 69929 70070 28960 3220 32180 Du?nyper 1653 17160 0 8127 0 0 1450 0 0 0 0 3780 32170 99.96
6 | Sept-2018 79461 78228 33168 3689 36857 DuBmyper 1559 22520 20 7602 0 0 1310 0 0 0 0 3860 36871 100.04
7
8
9
10
11
12
Total 451247.8 | 441200.2 190263 21413 211676 9610 122810 20 54566 0 0 5050 0 0 0 1804 17810 211670 | 99.997

Note : MT = Metric ton

With reference to letter no. 1314/IND-IV-PCP-FARC-01 dt 20.01.2015 we are providing fly ash with subsidy for road making and subsidy to brick / block manufacturing unit.
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